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TEST REPORT

Test information
Applicant : Ningbo Home-Dollar Imp.& Exp.Corp.

Address : 69 GUANGYUAN ROAD, JIANGBEI DISTRICT, NINGBO,CHINA.

Sample Description : TONG BBQ CHROMED IRON.

Reference : Not provided.

Style # : G257270E.

Country of origin : China.

Export to : USA.

Buyer : REGENT PRODUCTS CORP.

Receiving Date : May 18, 2022.

Test period : May 18, 2022.～ May 24, 2022.

Test Requested : Tests requested in accordance to client requirement.

TEST ITEMS CONCLUSION

Silver-Plated Hollowware - Leachable lead - US FDA CPG Sec.545.500 PASS

Total extractives – US FDA 21 CFR 175.300 PASS

Signed for and on behalf of
RTS TEST CO., LTD.( Zhejiang)

CHANGBIAO YU

Approved signatory
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Sample image:
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Test result:

A.* Silver-Plated Hollowware - Leachable lead – US FDA CPG Sec.545.500:
Test method:With reference to ASTM C738-1994(2016), Analysis was performed by ICP-OES.

Test Number Item/ component description(s) Material (claimed by the client)

A1 Silvery plating metal (clip) Metal

Sample No. Extraction Liquid volume(mL) Leachable Lead(mg/L)

A1

1# 200 N.D.

2# 200 N.D.

3# 200 N.D.

Maximum permissible limit 7

Notes:
1) N.D. = Not detected, less than Detection limit.

2) ug/mL =microgram per militire.

3) Limit =Reference limit.

B.*Total extractives – US FDA 21 CFR 175.300:(Unit:mg/in2)
Test method:With reference to US FDA 21 CFR 175.300

Test Number Item/ component description(s) Material (claimed by the client)

A1 Silvery plating metal (clip) Metal

Parameter
Permissible limit

(mg/in2)
Test result (mg/in2)

A1
Conclusion

n-Heptane extractives (70℉,30mins) 18 N.D. N.D.

Notes:
1) N.D. = Not detected, less than 0.5mg/in2.

2) mg/in2 = milligram per square inch.

3) *=Denotes as the result(s) of chloroform-soluble extractives.

4) #=Denotes as the result(s) of chloroform-soluble extractives was (were) adjusted to correct for zinc as zinc oleate and reported

as net value(s).
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