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TEST REPORT

Test information
Applicant : Ningbo Home-Dollar Imp.& Exp.Corp.

Address : 69 Guangyuan Road, Jiangbei District, Ningbo,China.

Sample Name : KITCHEN TOOLS.

Style# : G25794S.

Country of origin : China.

Export to : USA.

Buyer : REGENT PRODUCTS CORP.

Receiving Date : August 26, 2022.

Test period : August 26, 2022.～August 29, 2022.

Test Requested : Tests requested in accordance to client requirement.

TEST ITEMS CONCLUSION

Total Chromium content in stainless steel – US FDAGeneral Recognized As Safe (GRAS) specifications PASS

Signed for and on behalf of
RTS TEST CO., LTD.( Zhejiang)

BINBIN ZOU

Approved signatory
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Sample image:

Finished product image#:

Note: #=Not a test sample,The customer declares that the same parts of the batch and the test sample are
made from the same batch of raw materials.RTS does not conduct authenticity verification.

RTS220826X2425FD-A
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Test result:

A. *Total Chromium content in stainless steel – US FDAGeneral Recognized As Safe(GRAS)specifications:
Test method: Acid digestion followed by analysis with inductively coupled argon plasma-atomic emission spectrometry.

Test Number Item/ component description(s) Material (claimed by the client)

A1 Silvery plating metal (pizza cutter) Metal

Test item Detection limit Unit
Test result

A1
Requirement

Chromium(Cr) 0.005 % 16.2 Not less than16%

Conclusion PASS --

Note: 1)%= percentage by weight

-------------- End of Report -------------
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